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[57] ABSTRACT

Disclosed is an adhesive coating material for a hard
tissue, which comprises (1) a polymer having an acid
value of 30 to 700 and including in recurring units a

hydrophobic group and two carboxyl (—COOH)
groups or one carboxylic anhydride
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group bonded to the polymer, said carboxyl groups or
carboxylic anhydride group being bonded to adjacent
carbon atoms, and (2) a polymerizable vinyl compound
or a mixture of said polymerizable vinyl compound and
an organic titanate compound.
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