U.S. Patent May 10, 2016 Sheet 1 of 4 US 9,337,010 B2
00
= |
‘Mix AIN + MnO powder |~ 102
Heat powder to 1700 Cin N2 |.-104
Heat powder t0 1900 Cin 105
10 atm N2
,,,,,,,,,,,, .
AIN:Mn phosphor produced | .06




