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2-acrylamido-2-methyl-1-propane sulfonic acid, aniline-2-
sulfonic acid, fluorosnlfonylbenzene sulfonyl chloride, and
poly(vinyl) sulfonic acid.

14. The method according to claim 13 wherein said
sulfonating agent is beta-styrene sulfonyl chloride or
aniline-2-sulfonic acid.

15. The method according to claim 3, wherein the modi-
fied collagen composition is polymerized by exposing said
composition to air, light, an initiator, or an oxidative
enzyme.
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16. The method according to claim 15, wherein said
initiator is selected from the group consisting of sodium
persulfate, sodium thiosulfate, ferrous chloride tetrahydrate,
sodium bisulfite and a combination of the foregoing.

17. The method according to claim 15, wherein said
oxidative enzyme comprises peroxidase and catechol oxi-
dase.



