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(57) ABSTRACT

Provided is lithium disilicate crystalline glass containing cris-
tobalite crystal phase for high strength and aesthetic traits and
its manufacturing process thereof. Exemplary embodiments
of the present invention provide the high strength and aes-
thetic lithium disilicate crystalline glass, one kind of dental
restoration materials, and its manufacturing method which
induces the growth of'the different crystal phase, cristobalite,
from glass with lithium disilicate crystal.
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