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[54] DEVOLATILIZED ROOM TEMPERATURE 3,635,743 1/1972 Smith ..c..coovererrrnnerreeronne 106/288 Q
VULCANIZABLE SILICONE RUBBER 3,813,364 5/1974 De Zuba et al. .............. 260/37 SB
COMPOSITION 4,153,501 5/1979 Fink et al. cconoreecinrerrnnns 159/49
M S‘ o ‘ ‘ 4,250,290 2/1981 Peterson ........cooooveesreessrenne 528/14
[75] Inventor: Melvin D. Begrs, Schenectady, N.Y. Primary Examiner—Wilbert J. Briggs, St.
[73] Assignee:: General Electric Company, _ Attorney, Agent, or Firm—E. Philip Koltos
Waterford, N.Y. [57] ABSTRACT
(211 Appl No.: 250,800 A devolatilized room temperature vulcanizable silicone
[22] Filed: Apr, 3, 1981 rubber composition comprising a silanol polymer, a
plasticizing fluid, a cross-linking agent, a curing pro-
[51] Imt.Cl3 ... CO8L 33/06; CO8G 77/34  nnoter and optionally, a filler wherein the plasticizing
[52] US. CL ...iiiivvennee. 524/837; 277/DIG. 6; fluid and the silanol polymer are devolatilized prior to
528/17; 528/18; 528/33; 528/34; 528/501; being mixed to form the room temperature vulcanizable
. 525/477; 524/731 silicone rubber composition by heating them at temper-
[58] Field of Search ..................... 528/501, 33, 17, 34; atures of at least 200° C. under vacuum for at least 5
260/37 SB, 29.1 SB; 277/DIG. 6; 525/477 minutes. If there is utilized a filler and the filler is
References Cited treated with cyclopolysiloxanes or silazanes, then pref-
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erably the filler is-also devolatilized.
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