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[57] ABSTRACT

An injectable collagen material composed of reconsti-
tuted, mechanically sheared atelopeptide collagen fi-
bers. The material is prepared by passing reconstituted
collagen fibers repeatedly through a rigid mesh screen,
until a substantial reduction in fiber size and size-
heterogeneity is achieved. The mechanically sheared
fibers may be further crosslinked to improve implant
characteristics.

10 Claims, 5 Drawing Figures
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