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(57) ABSTRACT

An organometallic framework material is prepared by a
process which comprises reacting a fluid mixture comprising
a metal salt with at least one at least bidentate organic
compound capable of coordination to metal ions in the
presence of at least one base and a solvent, where the solvent
comprises at least one cyclic amide (lactam) and/or at least
one cyclic ester (lactone).
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