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[57] ABSTRACT

A (co)polymer suitable for bases or auxiliary agents for
external application (for example, hydrophilic gels,
adhesives, thickeners or excipients) to be coated or
plastered onto the skin or mucosa of a human being or
animal, such as ointment agents (ointment, hydrogel,
jelly or cream), plastering agents (molded poultice, tape
agent or plaster agent), sticky bandages (sticky bandage,
strap, wound strap, surgical tape, taping material, sup-
porter), and to preparations for external application
containing same.
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