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by projecting the material in a stream through a moist-
ening zone, directing steam or mist towards the stream
in the moistening zone so that the stream is surrounded
by steam or mist flowing inwardly towards the stream,
thereby moistening and fusing the particles, and then
drying the material. Particles of the material may be
engaged with one another to form chunks before moist-
ening.

18 Claims, 5 Drawing Figures




