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TABLE I
Ultraviolet Photoinitiated Cure Rates of
Dimethacrylate Termi d Siloxane
Siloxane
(Meth)acrylate Durometer  Cure
End Group MW Shore A Time
QO CH3 1800 90 20 sec.
CH3 CHzOgNHC2H4oc—'C=CH2
—Si—C;HG—O—CHz(IJ—Czﬂs
CHj CH;0CNHC;H4OC—C=CH;
! !I) CH3
O CHj ) 1800 50 10
CHj3 CH;0C—C=CH;
—S8i—C3Hg—O=—CH,C—C;H5
CH3 CH0C—-C=CH;
O CHj
CH; O CHj 1700 10 25

—Si=C3Hg=~0C—C=CH)

CHj3
O CHj3 6000 33 10
CH; CH,OC—C=CH;
=Si=—C3Hg—0O—CHC~CyHjs
CH3 CH;0C—C==CH;
O CH;
CHj3 5000 <10 30 sec.

’—Sli'—C3H4'—Oﬁ—?=CH2

CHj O CH3
O CHj3 12,000 15 30
CHj3 CH,0C~~C=CH3
—Sli—C3H6—O—CH2C—C2H5
CH; CHzolcl—cI:=CH2
O CH;
CHj3 o] 12,000 8 >45

|
—Si—C3Hs—0OC—CH=CH;

CHj3
O CHj3 28,000 8 30
CH3 CH,0C—C=CH;
'—Si—C3H6—O—CH2(I:—C2H5
CHj3 Cﬂzoﬁ-(IJ=CH2 B
O CH3
CHj3 o] 28,000 4-5 >30

—Si—C3H4—0C—CH=CH;

CH;

CH; O CH; 28,000 0-1 >60
—Si=—C3H¢—OC—~C=CH;

CH3




