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[57] ABSTRACT

Disclosed is new type of implantable material for re-
placement of cartilaginous or fibrous tissue. The mate-
rial has controlled porosity and is biocompatible. A
method for making this material is also disclosed.

41 Claims, 1 Drawing Sheet
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