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(57) ABSTRACT

Nanocomposite materials comprising a metal oxide bonded
to at least one graphene material. The nanocomposite mate-
rials exhibit a specific capacity of at least twice that of the
metal oxide material without the graphene at a charge/dis-
charge rate greater than about 10 C.
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