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(57) ABSTRACT

A dry adhesive backed flooring for being installed in a flat
orientation on a subfloor, the flooring including a sheet floor-
ing material and a double-sided sheet adhesive married to the
flooring material. The installed flooring is substantially free
of bubbles and wrinkles and the flooring remains substan-
tially flat as initially applied and does not significantly rise
from the subfloor, bubble or otherwise detach from the sub-
floor under normal use conditions for the flooring.
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