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{57} ABSTRACT

The invention relates to new N-alkyl-N-(meth)a-
cryloyloxyalkylcarboxamides of aromatic carboxylic
acids and aromatic carboxylic acid anhydrides, their
preparation and formulations of these compounds for
use as adhesives for the treatment of dental hard sub-
stance.
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