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(57) ABSTRACT

Serial-solvent biomaterials are described. Embodiments
include materials made in an organic solvent that are stripped
of'the solvent and used in a patient, where they imbibe water
and form a hydrogel. These materials are useful for, among
other things, delivering therapeutic agents, tissue augmenta-
tion, and radiological marking.
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