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(57) ABSTRACT

A catalyst including gold, or a compound thereof, and sul-
phur, a compound of sulphur, trichloroisocyanuric acid or a
metal dichloroisocyanurate on a support, together with a pro-
cess for manufacturing the catalyst and its use in a chemical
process are described.
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