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(57) ABSTRACT

A waste form for and a method of rendering hazardous mate-
rials less dangerous is disclosed that includes fixing the haz-
ardous material in nanopores of a nanoporous material, react-
ing the trapped hazardous material to render it less volatile/
soluble, and vitrifying the nanoporous material containing
the less volatile/soluble hazardous material.
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