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A system, method, and thread structure composition are dis-
closed. The thread structure composition includes a first
thread and a second thread. The second thread includes a heat
moldable material that is moldable above a predetermined
temperature. The first thread remains in a solid form at tem-
peratures substantially above the predetermined temperature.
The second thread is twisted around the first thread.
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