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[21] "Appl. No.: 312,210 . Liquid-laid, non-woven, fibrous web having hemo-
static and adhesive properties sufficient to seal a
wound formed of fibers of ionizable, water-insoluble,
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‘ [5‘6 ] R'eferences Cited porportions of water be utilized as the slurrying media.
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