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[57] ABSTRACT

A photocell comprises a p-i-n amorphous silicon struc-
ture having a wide bandgap layer adjacent to either the
p-type or n-type layer. This structure reduces the ab-
sorption of light entering the photocell and the back-dif-
fusion of minority carriers.
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