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(57) ABSTRACT

A dry tack denture adhesive hydrogel comprising a mixed salt
of'a copolymer of alkyl vinyl ether and maleic anhydride or
maleic acid, a hygroscopic nonionic polymer, and water is
provided. A method for preparation of the denture adhesive
hydrogel is also disclosed.
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