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(57) ABSTRACT

The present invention relates to a new synthetise for the
preparation of mesoporous structures including mesoporous
materials with chiral morphologies and mesoporous materi-
als with local or surface chirality. The method can be used for
manufacturing controlled drug delivery devices, for example
for delivery of folic acid, and fluorescent particles.
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