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[57] ABSTRACT

Disclosed is a method for producing a water-swellable,
generally water-insoluble modified polysaccharide having
improved age-stable absorption properties. The method
involves forming a mixture of a modified polysaccharide,
water, and, optionally, a crosslinking agent, recovering the
modified polysaccharide from the mixture and, optionally,
heat-treating said recovered modified polysaccharide.
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